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PbWO4 crystal #15
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PbWO4 crystals scanned lengthwise
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Light output - Crystal #15  - grease-coupled pmt, full coverage

adc channels

0 200 400 600 800

c
o
u
n
ts

0

200

400

600

800

1000

source end - on

source at 5cm

fit

13.8 pe/MeV

12.0 pe/MeV


